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This Test Report is issued by the Company subject to its Conditions of Issuance of Test Report printed overleaf or attached.  
The results shown in this Test Report refer only to the sample(s) tested unless otherwise stated. This Test Report shall not be 
reproduced expected in full, without written approval of the Company. 
 

Shenzhen General Standard Testing Services Co.,Ltd 
2/F&3/F-5/F East Wing,Building C10,Zhu'ao 2nd industrial zone,Xixiang Street,Bao'an District, Shenzhen, Guangdong, China                                                 
Tel: 86-0755-36307999       http://www.gst-lab.com 
USA Hong Kong Shenzhen Shanghai Tianjin 

Applicant : LIGHTSTEC CO., LIMITED 

Address 
: 9# Building, 6# Wanle East Road, Lianfeng South Road, ShengFeng, Xiaolan Town, 

Zhongshan, Guangdong, China 

Report on the submitted sample(s) said to be: 

Sample(s) Name : PROFILE FOR STRIP LIGHT   

Brand : LIGHTSTEC 

Item No. : LT-1608, LT-XXXX(1-9) 

Manufacturer : LIGHTSTEC CO., LIMITED 

Country of Origin : CHINA 

Sample(s) received date : Aug 09, 2016 

Testing period : From Aug 09, 2016 to Aug 10, 2016 

Test Request Conclusion 

(1) As specified by client, to determine the Lead(Pb), Cadmium(Cd), Mercury(Hg), Hexavalent 

Chromium(Cr6+), Polybrominated Biphenyls(PBBs) & Polybrominated Diphenyl Ethers(PBDEs) 

content in the submitted sample(s) in accordance with Directive 2011/65/EU (RoHS) & its 

amendment Directive (EU) 2015/863. 

Pass 
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